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Plasmonic liposomes for synergistic photodynamic
and photothermal therapy†

Jeongmin Oh,‡a Hwan-Jun Yoon‡a and Ji-Ho Park*ab

In the present study, plasmonic liposomes (PLs) loadedwith photosensitizers were developed for synergistic

photodynamic and photothermal therapy. These PLs were prepared by incorporating a photosensitizer,

ZnPc, into the liposomal membrane for photodynamic therapy (PDT) and coating a gold nanofilm onto

the surface for photothermal therapy (PTT). The gold coating was optimized to efficiently absorb the

wavelength of light at which ZnPc is activated for PDT. The photosensitizing effect of ZnPc was

synergistically enhanced upon single light irradiation due to local photothermal heating and the surface

plasmon resonance of the gold nanostructure. Furthermore, combined photodynamic and photothermal

therapy using ZnPc–PLs exhibited a remarkably enhanced therapeutic efficacy on cancer cells in vitro

compared to PDT or PTT alone. Therefore, we believe that this dual photoactive nanodevice with a

synergistic therapeutic index has great potential to improve the current phototherapy of cancer.
1. Introduction

Phototherapy is a well established treatment for many diseases,
including cancer, due to the selective and localized therapeutic
effect caused by laser irradiation.1–3 Far-red (FR) and near-
infrared (NIR) light in range of 650–900 nm have been prefer-
able for phototherapy over ultraviolet (UV) and visible light due
to their low phototoxicity and high tissue penetration. There are
two major types of phototherapy: photodynamic therapy (PDT)
and photothermal therapy (PTT). PDT, a non-invasive therapy
currently used in clinics, uses photosensitizers that generate
cytotoxic singlet oxygen upon laser irradiation. Zinc phthalo-
cyanine (ZnPc) has been suggested as a promising photosensi-
tizer due to its high phototoxicity in the FR–NIR region.4,5

However, ZnPc is prone to aggregation under physiological
conditions due to its hydrophobicity, which signicantly
reduces its photosensitizing effect. In order to improve its low
solubility, many amphiphilic nanocarriers have been developed
that incorporate ZnPc into their internal hydrophobic space.6–9

Among such nanocarriers, clinically-approved liposomes are
the most promising, because they allow for efficient loading of
monomeric ZnPc molecules into their transmembranes, and
selective delivery to target sites. The monomeric form of ZnPc
has been known to improve its photosensitizing efficiency and
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prevent its photodegradation even at relatively long laser irra-
diation times.9–11 However, systemic administration with a
minimal dose of the photosensitizer is still needed to avoid
potential side effects.12–14

PTT damages malignant cells with heat converted from light
by photoactive agents. A variety of gold nanoparticles including
nanoshells, nanocages, and nanorods have been extensively
investigated as potential PTT agents because they show excel-
lent biocompatability and high photothermal conversion effi-
ciency for wavelengths at which tissues are relatively
transparent.15–17 The structure is the main factor determining
the absorption wavelengths of gold nanoparticles. However,
PTT requires a relatively high temperature (>60 �C) to destroy
cancer cells. Such intense heating would cause unintended
damage to surrounding normal tissues, reducing the potential
of its clinical translation.

Due to the limitations shown by singular treatments, there
has been increasing interest in combining PDT and PTT by
incorporating photosensitizers into single nanoparticle plat-
forms.18–33 However, most of these efforts could not be photo-
activated with a single light source due to the difference
between the light absorption wavelengths of the nanomaterial
and photosensitizer.20–23,28,29,32,33 By matching the absorption
wavelength of the inorganic nanomaterial with the excitation
wavelength of photosensitizer, simultaneous PDT and PTT,
upon single-laser irradiation, were also performed for some of
these nanosystems.18,19,26,27,30,31 Although these combined pho-
totherapies exhibited superior therapeutic outcomes compared
to singular photo-treatments, the hydrophobic photosensitizers
were still incorporated into the nanostructures in their aggre-
gated form, presumably reducing their phototherapeutic capa-
bilities. Thus, in order to maximize the synergistic effect of both
This journal is © The Royal Society of Chemistry 2014
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PDT and PTT, new formulations of photoactive nanostructures
that allow for the incorporation of hydrophobic photosensi-
tizers in their monomeric form and the use of a single laser
need to be developed.

Herein, we present plasmonic liposomes (PLs), which can be
activated using a single laser, enabling synergistic photody-
namic and photothermal therapy (Fig. 1). The PLs were
prepared by incorporating ZnPc into the liposomal membrane
for PDT and coating a gold nanolm onto the surface for PTT.
The gold coating was optimized to efficiently absorb the wave-
length of light at which ZnPc is activated for PDT. A single
660 nm excitation wavelength was used to activate both the PD
and PT functions of ZnPc-loaded PLs (ZnPc–PLs) simulta-
neously. Due to the synergistic effect of the dual phototherapy,
ZnPc–PLs exhibited a remarkably enhanced therapeutic efficacy
on cancer cells in vitro, compared to PDT or PTT alone. These
results demonstrate that ZnPc–PLs can serve as a biocompatible
nano-platform for effective dual phototherapy by bridging the
gap between PDT and PTT without the use of complicated
multiple laser sources.
2. Experimental section
2.1. Preparation of ZnPc-loaded liposomes

Hydrogenated soy sn-glycero-3-phosphocholine (HSPC), choles-
terol, and 1,2-dipalmitoyl-sn-glycero-3-phosphoethanolamine-N
(hexanoylamine) (PE–NH2) were purchased from Avanti Polar
Lipids (Alabaster, AL). Zinc phthalocyanine (ZnPc) was
purchased from Sigma Chemical Co. (St. Louis, MO). Aminated
liposomes were prepared from HSPC, cholesterol, and PE–NH2

at a molar ratio of 69 : 50 : 6 using a lipid lm hydration and
membrane (100 nm) extrusion method. Aminated ZnPc-loaded
liposomes (ZnPc–Ls) were prepared with HSPC, ZnPc, and PE–
NH2 at a molar ratio of 69 : 2 : 6 using a lipid lm hydration and
membrane (100 nm) extrusion method. The prepared lipo-
somes were stored in PBS at 4 �C before use. The liposomes were
characterized via transmission electron microscopy (TEM) and
dynamic light scattering (DLS). For the TEM imaging, an aliquot
of liposomes dispersed in water was dropped onto the formvar/
carbon grid (Ted Pella, Inc., CA, USA), which was then gently
wiped off aer approximately 1 min and air-dried. For negative
Fig. 1 A schematic illustration of the ZnPc-loaded plasmonic lipo-
somes prepared for synergistic photodynamic and photothermal
therapy upon single irradiation. Both the gold nanostructure and ZnPc
are activated by absorbing light of the same wavelength.

This journal is © The Royal Society of Chemistry 2014
staining, the grid was incubated with 2% phosphotungstic acid
at pH 8 for an additional 1 min. TEM images were obtained
using a JEM-2100F HRTEM operating at 200 kV. For the DLS
measurements, the hydrodynamic size and polydispersity of the
samples (�5 mM ZnPc) were obtained using a Zetasizer ZS90
DLS machine operating in intensity mode using a 640 nm HeNe
laser (Malvern Instruments, Worcestershire, UK). The optical
properties were analyzed using a SpectraMax Plus384 absor-
bance microplate reader and a Gemini XPS uorescence
microplate reader (Molecular Devices, CA, USA). In order to
obtain the entrapping efficiency and actual loading concentra-
tion of ZnPc in ZnPc–L, the absorbance of ZnPc in ZnPc–Ls was
compared to that of free ZnPc (dissolved in pyridine) at various
concentrations. In order to verify the loading stability of ZnPc in
the liposomes in biological media, ZnPc–Ls were incubated for
6 h in a cell culture medium at 37 �C. Time-dependent
absorption spectra of ZnPc–Ls were measured during the 6 h
incubation period.
2.2. Preparation of the ZnPc-loaded plasmonic liposomes

First, a gold ion solution was prepared using 2.4 ml of DI water,
0.3 ml of 1% HAuCl4$3H2O, and 36 ml of 1 N NaOH. The
mixture was aged for more than 1 h at room temperature. The
plasmonic liposomes (PLs) were prepared by coating
the aminated liposomes or ZnPc–Ls with a gold nanolm using
a previously established deposition–precipitation (DP)
protocol.34 In order to control the thickness of the gold coating
on the PLs, the aminated liposomes were reacted with different
amounts of gold ion solution. The PLs are classied by the
relative amount of gold ion solution mixed with the liposomes;
PL-1, PL-2, PL-4, and PL-10 i.e. 100 ml of aminated liposomes
were reacted with 90 ml of gold ion solution and 810 ml of DI
water (PL-1); 180 ml of gold ion solution and 720 ml of DI water
(PL-2); 360 ml of gold ion solution and 540 ml of DI water (PL-4);
or only 900 ml of gold ion solution (PL-10). Aer incubation for
10 min, 140 ml of 20 mMNH2OH$HCl was added to the reaction
solution as a reductant. The solution was centrifuged at
7000 rpm for 10 min to remove any uncoated liposomes. For
PEGylation, ZnPc–PLs were mixed with 5 kDa methyl-PEG-thiol
(Laysan Bio, Inc.) at room temperature for 1 h, and dialyzed
exhaustively against DI water via cellulose ester membrane
dialysis overnight in order to drive PEG addition (Spectrapor).
The dialyzed samples were ltered through 100 kDa lters
(Millipore) to remove any excess polymer. The size and
morphology of PLs were characterized using DLS and TEM.
Optical properties of PLs and ZnPc–PLs were measured using a
SpectraMax Plus384 absorbance microplate reader and a
Gemini XPS uorescence microplate reader. For the uores-
cence measurements, the samples were excited at 610 nm. In
order to quantify the amount of ZnPc in the ZnPc–PLs, ZnPc–
PLs were centrifuged at 7000 rpm for 10 min and the absor-
bance of ZnPc in the supernatant (uncoated ZnPc–Ls) was
measured giving the amount of ZnPc in the uncoated ZnPc–Ls.
Finally, the amount of ZnPc in the ZnPc–PLs was obtained by
subtracting the amount of ZnPc in the uncoated ZnPc–Ls from
the amount of ZnPc in the reacted ZnPc–Ls.
J. Mater. Chem. B, 2014, 2, 2592–2597 | 2593
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2.3. Measurement of the photothermal and photodynamic
effect

The photothermal and photodynamic properties of the
samples were simultaneously evaluated using a single laser
source. 380 ml of each sample was placed in a 96-well plate, and
5 ml of singlet oxygen sensor green (3.3 mM SOSG, Invitrogen,
CA, USA) was added, which emits a green uorescence in the
presence of singlet oxygen (Fig. S4†). Each sample was exposed
to a 660 nm diode laser (0.18 W cm�2, Sanctity Laser) for
5 min. The photothermal effect was analyzed in real-time
using an IR thermographic camera (FLIR SC305, CA, USA). The
photodynamic effect was analyzed by removing ZnPc–PLs from
the sample by centrifugation, and performing a SOSG uo-
rescence measurement of the samples. In order to verify the
photostability of ZnPc incorporated in the ZnPc–Ls in biolog-
ical media, the photodynamic effect of ZnPc–Ls incubated in
the culture medium over each period of time were measured
using the SOSG uorescence sensor. In order to observe
whether the photodynamic effect would be enhanced with a
temperature increase, ZnPc–Ls samples were heated to 37 �C
and 45 �C in a temperature-controlled water bath and then
irradiated with a 660 nm laser for 5 min. The photodynamic
effect was analyzed by measuring the green uorescence of the
samples.
2.4. In vitro dual phototherapy

A mouse colon cancer cell line (CT-26), a human breast cancer
cell line (MDA-MB-231) and a mouse brain endothelial cell line
were maintained in a culture media supplemented with 10%
fetal bovine serum (FBS) and 100 mg ml�1 penicillin–strepto-
mycin (Hyclone) at 37 �C. For cell uptake, the cells (20k cells per
well) were seeded into a 96-well plate 24 h before the experi-
ments. The cells were treated with ZnPc–PLs with different
concentrations of ZnPc (0 mM, 0.0275 mM, 0.275 mM, or 2.75 mM)
per well for 4 h at 37 �C in the presence of 10% FBS, and then
rinsed three times with the cell medium. The cells were then
stained with Hoechst, a blue uorescent indicator for nucleic
acids (Invitrogen), or calcein AM, a green uorescent indicator
of the esterase activity in viable cells, (Invitrogen) in order to
visualize the cellular morphology and evaluate the cytotoxicity.
The cells were imaged using confocal uorescence microscopy.
ZnPc uorescence in the ZnPc–PLs was observed in the far-red
channel, while calcein uorescence was observed in the FITC
channel (excitation at 490 nm/emission at 520 nm). For the dual
phototherapeutic studies, the cells were treated either with
various ZnPc-loaded liposomal formulations at a ZnPc
concentration of 0.275 mM or control formulations for 4 h. The
concentrations of the liposomes and PLs were adjusted to
match the concentrations of the liposomes in the ZnPc–L
(0.275 mM ZnPc) sample and PLs in the ZnPc–PL (0.275 mM
ZnPc) sample, respectively. ZnPc–PL samples with various
particle concentrations (0.275 mM, 0.550 mM, 1.1 mM and 2.75
mM ZnPc) were also tested for their dual therapeutic efficacy.
The cells were incubated with each ZnPc–PL sample for 4 h and
then irradiated under a 660 nm laser for 5 min. The treated cells
were rinsed three times and incubated for 24 h. Their viability
2594 | J. Mater. Chem. B, 2014, 2, 2592–2597
was then evaluated using an MTT assay. A Student's t-test was
used for statistical analysis of the results.

3. Results and discussion

PLs were prepared by coating a gold nano-lm on the liposomal
surface using a previously established deposition–precipitation
protocol with some slight modications.34 Positively-charged
liposomes between 90–110 nm in size (polydispersity index:
0.245 � 0.022) were chosen as templates for gold coating
(Fig. S1†). The thickness of the gold coating was tuned by
varying the amount of gold ions in the reaction solution. Rela-
tive gold ion concentrations from 1 to 10 are referred to in the
samples labeled PL-1 to PL-10. The optical spectra of PLs were
changed by varying the thickness of the gold coating and were
found to be relatively sharp in the visible to NIR range
compared to previous versions of the gold-coated liposomes,
which had a similar range of sizes (Fig. S2†).35,36 As the thickness
increased, the spectrum shied to shorter wavelengths, which
is in good agreement with the previous ndings on gold
nanoshells.37 Gold nanoparticles synthesized without liposome
templates appeared spherical with sizes ranging between 50
and 70 nm, and exhibited the typical plasmonic spectrum of
gold nanospheres at a wavelength of 530 nm (Fig. S3†). The PL-4
formulation was chosen for the incorporation of ZnPc mole-
cules because its plasmonic resonance wavelength for PTT
matched well with the absorption wavelength at which ZnPc is
excited for PDT.

In order to integrate both PD and PT functions into a single
nanodevice, we prepared ZnPc–PLs by loading ZnPc molecules
into the liposomal membrane and subsequently coating the
ZnPc-loaded liposomes (ZnPc–Ls) with a gold layer using the
coating conditions used to prepare PL-4. The efficiency of
entrapping ZnPc into the liposomes was 25.073� 2.131% (ZnPc
concentration: 16.104 � 1.419 mM). The ZnPc incorporated into
the liposomal membrane was not signicantly released and
aggregated in the biological medium over an incubation period
of 6 h, indicating good stability of the incorporated ZnPc
(Fig. S4†). From transmission electron microscopy (TEM), the
ZnPc–PLs appeared fairly spherical with discontinuous gold
coatings and sizes in the range of 70–100 nm (Fig. 2a). The
mean hydrodynamic size measured using dynamic light scat-
tering (DLS) was about 85 nm, which is consistent with the TEM
measurements. ZnPc–PLs showed a distinct absorption peak at
680 nm, which matched well with the excitation wavelength of
ZnPc for PDT (Fig. 2b and c). Although the absorption spectrum
of the loaded ZnPc was overwhelmed by that of the PLs, its
uorescence peak was clearly observed within the ZnPc–PL
sample (Fig. 2d). The relatively low uorescence intensity of
ZnPc loaded into the PLs in comparison with that of ZnPc
loaded in the liposomes can be attributed to partial quenching
of the ZnPc uorescence by gold nanostructures adjacent to the
ZnPc molecules. Finally, the as-synthesized ZnPc–PLs were well
dispersed in an aqueous solution. PEGylation of the ZnPc–PLs
enabled their prolonged solubility in a physiological solution.

Next, the photothermal and photosensitizing properties of
ZnPc–PLs were simultaneously evaluated using a single
This journal is © The Royal Society of Chemistry 2014
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Fig. 2 Physical and optical properties of the ZnPc-loaded plasmonic
liposomes (ZnPc–PLs). (a) Transmission electron microscopy image of
ZnPc–PLs [inset: TEM image of the ZnPc-loaded liposomes (ZnPc–Ls)
with negative staining by 2% phosphotungstic acid at pH 8]. The scale
bar indicates 50 nm. (b) Photograph of ZnPc–PLs and ZnPc–Ls. (c)
Absorption spectra of ZnPc–Ls and ZnPc–PLs. (d) Fluorescence
spectra of ZnPc–Ls and ZnPc–PLs. The nanoparticle samples were
excited with 610 nm light.

Fig. 3 Photothermal and photodynamic effect of ZnPc-loaded plas-
monic liposomes (ZnPc–PLs). (a) Photothermal effect of samples upon
660 nm laser irradiation. The temperature change of the samples was
measured in real-time using an IR thermographic camera. ZnPc–PL
and ZnPc-loaded liposomes (ZnPc–Ls) with different concentrations
were prepared based on the concentration of loaded ZnPc (0.1 mM, 1
mM and 10 mM). The concentrations of the liposomes and PLs were
adjusted to match with the concentration of liposomes in the ZnPc–L
(10 mMZnPc) sample andwith the concentration of PLs in the ZnPc–PL
(10 mM ZnPc) sample, respectively. (b) The photodynamic effect of the
samples upon 660 nm laser irradiation. ROS generated in the samples
was measured with a SOSG fluorescent sensor. The values are means
� s.d. * p < 0.05 compared to ZnPc–L (1 mM ZnPc) using an inde-
pendent-samples t-test.
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continuous-wave diode laser (660 nm, 0.18 W cm�2) (Fig. S5†).
Various ZnPc–PL and ZnPc–L samples were prepared based on
different concentrations of loaded ZnPc (0.01 mM, 0.1 mM, 1 mM
and 10 mM). The concentrations of the liposome and PL samples
were adjusted to match the concentrations of the liposomes in
the ZnPc–L (10 mMZnPc) sample and PLs in the ZnPc–PL (10 mM
ZnPc) sample, respectively. The photothermal effect in the
samples was measured in real-time using an IR thermographic
camera. Upon 660 nm laser irradiation, the ZnPc–PLs at the
highest concentration (10 mM ZnPc) exhibited a temperature
increase of 20 �C (Fig. 3a). The PT effect of ZnPc–PLs is similar
to that of PLs alone, suggesting that the incorporation of ZnPc
into the liposomal membrane did not inuence the coating of
the gold nanostructure onto the liposomal template. The pho-
tothermal heating of ZnPc–PLs increased with increasing
particle concentration. The liposomes alone and ZnPc–Ls did
not show signicant temperature increases. Thus, the PT effect
of ZnPc–PLs can mainly be attributed to the gold nanostructure
coated on the liposome surface, which efficiently converts the
absorbed light into heat.

The PD effect of the samples was analyzed with the singlet
oxygen sensor green (SOSG) uorescent sensor in order to
measure the level of singlet oxygen generation. Sample solu-
tions mixed with SOSG were exposed to laser irradiation. The
SOSG uorescence of the ZnPc–L and ZnPc–PL samples
increased with increasing particle concentration (Fig. 3b).
Notably, the photosensitizing effect of ZnPc–PLs with a ZnPc
concentration of 1 mM was signicantly enhanced compared to
This journal is © The Royal Society of Chemistry 2014
that of ZnPc–Ls with the same concentration of ZnPc. The
discontinuous coating of the gold layer shown in the TEM
image (Fig. 2a) seems to enable the transport of singlet oxygen
generated by the incorporated ZnPc to the surroundings. It is
believed that local photothermal heating and the surface plas-
mon resonance (SPR) of the gold nanostructure of ZnPc–PLs
upon light irradiation leads to a dramatic enhancement of the
photosensitizing effect.38,39 It should be noted that ZnPc–PLs
with a ZnPc concentration of 1 mM did not induce sufficient
heating to cause undesirable damage to the surrounding
normal tissues upon light irradiation (an increase of only about
5 �C). Next, we measured the SOSG uorescence in the ZnPc–L
(1 mM ZnPc) sample at 20, 37, and 45 �C in order to test whether
local heating could indeed inuence the photosensitizing effect
of ZnPc. The sensor uorescence increased with increasing
temperature, supporting the idea that local heating could be
one of the factors amplifying the PD efficacy of ZnPc–PLs
(Fig. S6†), which is consistent with previous ndings.40
J. Mater. Chem. B, 2014, 2, 2592–2597 | 2595
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Therefore, these results suggest that ZnPc–PLs could be used to
perform synergistic dual phototherapy using an appropriate
range of particle concentrations.

In order to test their phototherapeutic effect on cancer cells
in vitro, we rst veried whether ZnPc–PLs could be safely
translocated into intracellular regions. CT26 mouse colon
carcinoma cells were treated with ZnPc–PLs with various
particle concentrations for 4 h and imaged using confocal
microscopy (Fig. 4a–d). Aer treatment, the intrinsic uores-
cence of ZnPc loaded into the PLs was clearly observed in the
intercellular region of the samples at higher concentrations
(0.275 mM and 2.75 mM ZnPc), indicating that the ZnPc–PLs
were indeed internalized into the cytoplasm within the tested
time period. The cells were further stained with calcein AM,
which uoresces green in viable cells (Fig. S7†). The cells treated
with ZnPc–PL samples exhibited strong green uorescence over
the entire cytoplasm regardless of the treated particle
Fig. 4 The synergistic phototherapeutic effect of ZnPc-loaded plas-
monic liposomes (ZnPc–PLs). Confocal microscopy images of cancer
cells treated with ZnPc–PLs with concentrations of (a) 0 mM ZnPc, (b)
0.0275 mM ZnPc, (c) 0.275 mM ZnPc, and (d) 2.75 mM ZnPc. The red
signal represents the ZnPc loaded into the ZnPc–PLs and the blue
signal represents the cell nuclei. The scale bar indicates 30 mm. (e) The
dual phototherapy efficacy of ZnPc–PLs with a ZnPc concentration of
0.275 mM on cancer cells upon 660 nm laser irradiation for 5 min. The
cell viability was measured using an MTT assay 24 h after treating the
cells with the various nanoparticle samples and light irradiation. Values
are means � s.d. * p < 0.05 compared to ZnPc–PL without irradiation,
PL with irradiation, ZnPc–L with irradiation, and ZnPc–L + PL with
irradiation using an independent-samples t-test.

2596 | J. Mater. Chem. B, 2014, 2, 2592–2597
concentration, indicating that the intracellular uptake of ZnPc–
PL nanomaterials did not induce any signicant cytotoxicity.
ZnPc–PLs at the medium concentration (0.275 mM ZnPc) were
chosen for the subsequent in vitro synergistic phototherapeutic
studies .

Aer establishing the safe intracellular delivery of ZnPc–PLs,
we evaluated the dual phototherapeutic efficacy of ZnPc–PLs
internalized in the cytoplasm. ZnPc–L and ZnPc–PL samples
were prepared based on the concentration of loaded ZnPc
(0.275 mM). The concentrations of the liposome and PL samples
were adjusted to match the concentrations of the liposomes in
the ZnPc–L (0.275 mM ZnPc) sample and PLs in the ZnPc–PL
(0.275 mM ZnPc) sample, respectively. The ZnPc–L + PL sample
was prepared by mixing ZnPc–Ls and PLs at equivalent
concentrations of ZnPc, liposomes and PLs. The cancer cells
were treated with the various nanoparticle formulations for 4 h,
and half of the cells were irradiated using a 660 nm laser. At 24 h
post-treatment, the phototoxicity of the samples was analyzed
using a 3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazolium
bromide (MTT) assay (Fig. 4e). None of the samples induced
signicant cytotoxicity in the cancer cells without laser irradi-
ation. The cells treated with the liposome sample did not
exhibit any phototoxicity under laser irradiation, indicating that
the light itself did not damage the cancer cells. Neither the cells
treated with PLs nor ZnPc–Ls exhibited a signicant reduction
in the cell viability upon laser irradiation. This suggests that
singular phototherapy with PLs or ZnPc–Ls at this particular
particle concentration is not sufficient enough to kill the cancer
cells. Most importantly, the ZnPc–PL sample induced signi-
cant cellular phototoxicity, presumably owing to the synergistic
dual phototherapeutic effect. This dual phototherapeutic effi-
cacy of ZnPc–PLs increased with increasing particle concentra-
tion (Fig. S8†). However, the mixture of PLs and ZnPc–Ls did not
exhibit a signicant phototherapeutic effect on the cancer cells,
indicating that the ZnPc molecules are required to be adjacent
to the gold nanostructure in order to enhance their photody-
namic effect. The synergistic phototherapeutic effect of ZnPc–
PLs was also observed in human breast cancer cells (Fig. S9†).
Interestingly, no therapeutic effect was found in normal endo-
thelial cells, presumably due to their low uptake of liposomes
(Fig. S10†). Collectively, these results suggest that ZnPc–PLs
internalized in the cytoplasm could effectively kill the cancer
cells due to the synergistic therapeutic effect upon laser
irradiation.

4. Conclusions

PLs were developed to carry hydrophobic photosensitizers and
perform dual phototherapy using a single light source. The
results of this study demonstrated, for the rst time, that the
photosensitizing effect of ZnPc loaded in PLs could be
dramatically enhanced when combined with SPR and the pho-
tothermal heating of the gold nanostructures in the PLs upon
laser irradiation. A major advantage of these multi-modal
nanodevices is that a large synergistic effect can be achieved
with a much lower dosage, at which single-modal nanodevices
have no therapeutic efficacy. The PLs also allow for the
This journal is © The Royal Society of Chemistry 2014
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incorporation of hydrophilic anti-cancer drugs into their lipo-
somal core, thus further increasing the synergistic potential of
this combined therapy. Therefore, we believe that this dual
photoactive nanodevice with a synergistic therapeutic index has
great potential to improve the current phototherapy of cancer.
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